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I . INTRODUCTION 

Previous work showed tha t  the t o t a l  number o f  insects s t i ck ing  t o  an 

aluminum surface was reduced by coating the aluminum surface wi th  elastomers 

(1). Due t o  a large number o f  possible experimental errors, no cor re la t ion  

between the modulus o f  e l a s t i c i t y ,  the elastomer and the t o t a l  number o f  

insects s t i ck ing  t o  a given elastomer was obtained. One o f  the errors  assumed 

t o  be introduced during the road t e s t  i s  a var iable insec t  f l u x  so tha t  the 

number o f  insects s t r i k i n g  one surface might be d i f f e r e n t  from tha t  s t r i k i n g  

another sample. To el iminate t h i s  source o f  e r ro r ,  the road t e s t  used t o  

co l l ec t  insects was simulated i n  a laboratory by development o f  a new insec t  

impacting technique using a pipe and high pressure compressed a i r .  The 

insects are accelerated by a compressed " a i r  gun" t o  high ve loc i t i es  and are 

then impacted w i th  a s tat ionary ta rge t  on which the sample i s  mounted. The 

ve loc i ty  o f  an ob jec t  e x i t i n g  from the pipe was determined and f u r t h e r  

improvement o f  the technique was achieved to obtain a uniform a i r  ve loc i ty  

d is t r ibu t ion .  

I1 . LITERATURE REVIEW 

I f  the shear force per u n i t  area o f  any f l u i d  i s  proport ional  t o  the 

negative o f  the loca l  ve loc i t y  gradient, then the f l u i d  i s  defined as a 

Newtonian f lu id .  A l l  gases and most simple l i q u i d s  are Newtonian f l u i d s  (2). 

The ax ia l  v e l o c i t y  p r o f i l e  o f  the f low through a c i r c u l a r  tube can be obtained 

by the equation o f  motion i n  c y l i n d r i c a l  coordinates f o r  a Newtonian f l u i d  

from a momentum balance and Newton's law o f  v iscosi ty.  For t h i s  derivation, 

constant densi ty and v i scos i t y  o f  the f l u i d  t h a t  are independent on the rad ia l  

pos i t ion  i n  the tube are assumed. The c i r c u l a r  tube must be long enough so 

tha t  end e f fec ts  can be ignored; and, a steady s tate a i r  f low must be 
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achieved so tha t  the ve loc i ty  vz i s  only a funct ion 'o f  rad ia l  pos i t ion  i n  the 

tube. a 
The dimensionless Reynolds Number (Re) f o r  f low i n  a c i r c u l a r  tube i s  

defined as: 

a 

e 

Re = D * tv,> * p 1 TI 

where 

D = tube diameter 

tv,> = average ax ia l  ve loc i ty  

p = densi ty o f  f l u i d  

TI = v i scos i t y  o f  f l u i d  

The f low i n  a very smooth c i r c u l a r  tube i s  laminar when Re i s  < 2,100 and 

turbulent  when Re i s  > 2,100 (2). The ve loc i ty  o f  the turbulent  f low 
0 

f luc tuates over a per iod o f  time as shown i n  Figure 1, so tha t  the time- 

smoothed ve loc i t y  by tak ing an average o f  ve loc i t y  over a time in te rva l  i s  0 

considered. 

f luc tua t ions  i n  the ax ia l  d i rec t i on  are greater than i n  the rad ia l  d i rect ion.  

Newton's law o f  v i scos i t y  i s  used t o  describe the f l u i d  f low as a 

funct ion o f  radius. As the distance from the tube wall  increases (approaching 

the center of the tube), the ve loc i t y  f luc tua t ions  are very random and 

I n  the immediate region of  the tube wall, the ve loc i t y  

a 

a tu rbu len t  f l ow  i s  f u l l y  developed (2). 

For both types o f  f low (laminar and turbulent)  the ve loc i ty  d i s t r i bu t i ons  

over a tube cross section are developed as shown i n  Figure 2. Thus, the 

ax ia l  vel oci  t y  ( vZ) i s  a funct ion o f  radius ( r) , and the average a x i a l  

v e l o c i t y  i s  obtained by: 

e 

e 
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where R i s  the radius o f  the tube and vz (r) i s  the ax ia l  ve loc i t y  which i s  a 

funct ion o f  r. As shown i n  Figure 2, the ve loc i t y  d i s t r i b u t i o n  over a tube 

cross section f o r  turbulent  f l o w  i s  more uniform than f o r  laminar f low.  

I1 I . EXPERIMENTAL 

A. Determination o f  the Ve loc i ty  

To determine the f e a s i b i l i t y  o f  using a contro l led insect  impacting 

method, an " a i r  gun" was developed (1). A prel iminary design was used t o  

measure the at ta inable ve loc i ty  f o r  a small object  accelerated by the " a i r  

gun". I t  consists o f  a PVC pipe (length: 5 feet, diameter: 1 inch), a T 

connector, and a nozzle as shown i n  Figure 3. Compressed a i r  i s  passed 

through a nozzle placed along the axis o f  the PVC pipe w i th in  the T connector 

s l i g h t l y  i n  f r o n t  o f  the feed chute. The high ve loc i t y  o f  a i r  e x i t i n g  f r o m  

the nozzle creates a suct ion behind the nozzle which induces a large i n f l ow  o f  

a i r  through the feed chute (T  connector). This large volume o f  a i r  i s  

accelerated as i t  f lows past the nozzle creat ing a high ve loc i t y  f low o f  a i r  

i n  the down stream section o f  the pipe. Any small ob ject  which i s  placed i n  

the feed chute i s  sucked i n t o  the pipe and ejected from the end o f  the pipe a t  

high veloci ty.  The pos i t ion  o f  the nozzle a1 ong the pipe ax i  s i s  very 

c r i t i c a l ,  since i t  w i l l  determine the amount o f  a i r  sucked i n t o  the pipe. The 

optimum pos i t ion  must be determined by measuring a i r  ve loc i ty  a t  d i f f e r e n t  

nozzl e posit ions. 

The exact ve loc i t y  o f  an object  e x i t i n g  from the end o f  p ipe was 

determined using a camera, a spherical par t i c le ,  and a strobe lamp. I n  a 

completely dark environment, the 1 i g h t  re f lec ted  from a white ob jec t  

i l l umina ted  by the strobe lamp used may be recorded on 3200 ASA f i l m  i f  the 

object  i s  about 5 f e e t  away from the strobe, operated a t  a frequency o f  400 

e 
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Hz. Spherical polyethylene pa r t i c l es  (about 0.1 inch diameter) - were coated 

w i t h  chrome t o  achieve the maximum r e f l e c t i o n  o f  the l i g h t  f rom the strobe 

lamp. The experiment was car r ied  out  i n  darkness w i th  i l l um ina t ion  o f  the 

pa r t i c l es  provided by a strobe lamp. A 35 m camera was focused on the plane 

o f  the path o f  the pa r t i c l es  e x i t i n g  from the end o f  the pipe. A sheet o f  

black ve lvet  was placed approximately 6 fee t  away f r o m  the f r o n t  o f  the camera 

and behind the path of  the p a r t i c l e s  to create a dark background. 

pos i t ion  o f  the strobe lamp requires adjustment u n t i l  the b r igh tes t  image of 

the p a r t i c l e  appeared i n  the camera viewfinder without l i g h t  re f lec ted  from 

other surfaces i n t e r f e r i n g  w i th  the image. The f i n a l  set-up o f  the apparatus 

i s  shown schematically i n  Figure 4. 

The 

F i r s t  a photograph of a r u l e r  placed along the path o f  pa r t i c l es  e x i t i n g  

the pipe was taken using a constant (un-strobed) l i g h t  source. Then keeping 

the pos i t ion  o f  the camera fixed, photographs o f  e x i t i n g  pa r t i c l es  were 

obtained w i t h  strobed l i g h t i n g  on successive frames o f  f i l m . ’  When a p a r t i c l e  

i s  dropped i n t o  the feed chute, the shut ter  o f  the camera i s  opened, and as a 

p a r t i c l e  e x i t s  the end o f  the pipe i t  forms images on the f i l m  as i t  crosses 

the path o f  the strobed l i g h t .  Since the l i g h t  f r o m  the strobe i s  f i r e d  a t  a 

f i x e d  frequency, the p a r t i c l e  appears as a sequence o f  equid is tant  b r i g h t  

dots. The actual distance between two dots i s  calculated by measuriny the 

distance between two successive dots appearing i n  a photograph and scal ing up 

by the r a t i o  between an actual distance indicated by the r u l e r  and the 

distance measured i n  the photograph o f  the ru ler .  By measuring the distance 

between successive dots and the frequency o f  the l i g h t  f r o m  the strobe lamp, 

the ve loc i t y  o f  the p a r t i c l e  was calculated. Tests were made using compressed 

a i r  a t  pressures o f  5 and 10 ps ig passing through the nozzle. 

e 
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B. An Improved " A i r  Gun" 

A f t e r  the ve loc i ty  of the p a r t i c l e  e x i t i n g  f rom the end of  the air-gun 

was determined t o  be reasonably high, fu r ther  development o f  the air-gun was 

done to obta in  more uniform ve loc i t y  d i s t r i bu t i ons  over the e n t i r e  sample 

target. A l a rge r  PVC pipe (length: 12 feet; diameter: 3 inch) was used. 

Increasing the diameter and the a i r  ve loc i ty  should increase the degree o f  

turbulence and create a more uniform ve loc i t y  d is t r ibu t ion .  The length o f  the 

pipe was increased so tha t  the end e f fec ts  would be neg l ig ib le  and the a i r  

flow ins ide  o f  the pipe would reach steady state. As shown i n  Figure 5, a 4 

inch X 8 inch x 5 f o o t  rectangular p lex i  glass duct was placed a t  the end o f  

the c i r c u l a r  PVC pipe. An addi t ional  amount o f  a i r  i s  sucked i n t o  the gaps 

between the c i r c u l a r  and the rectangular pipes, and fu r the r  improvement o f  the 

ve loc i t y  d i s t r i b u t i o n  should be achieved. The target  which i s  a polymer 

sample glued on an aluminum s t r i p  w i l l  be placed a t  the center of  the cross 

section o f  the rectangular duct along i t s  ax is  and toward the e x i t  where f u l l y  

devel oped turbulent  f low i s  present, and the rad ia l  vel oci  t y  d i  s t r i  b u t i  ons are 

most uniform. 

A small quant i ty  o f  baking f l o u r  was used to study the a i r  f low p r o f i l e  

ins ide  the second pipe. Since the densi ty of f l o u r  i s  low and the p a r t i c l e  

s ize i s  small, the path of f l o u r  passing through the rectangular duct w i l l  be 

the same as tha t  o f  the a i r  flow. A f t e r  the a i r  f low i s  f u l l y  developed, a 

small quant i t y  of f l o u r  was introduced i n t o  the feed chute and the path o f  

f l o u r  was observed. 

The determination o f  the p a r t i c l e  ve loc i ty  w i th in  the rectangular duct 

using the same technique as described above was d i f f i c u l t .  The reason was 

tha t  too much strobe l i g h t  was re f lec ted  from the p l e x i  glass surfaces i n t o  

the camera. The a i r  ve loc i t y  w i th in  the rectangular duct was measured using a 



a 6 

a 

a 

e 

a 

0 

a 

a 

a 

p i t o t  tube. 

obtained by using a strobe lamp t o  i l luminate a p a r t i c l e  passing through the 

duct, and v i sua l l y  determining the distance t rave l led  by the p a r t i c l e  between 

successive f i r i n g s  o f  the strobe lamp. 

placed behind the duct and i n  the plane o f  the p a r t i c l e  path. 

I n  addit ion, an approximate p a r t i c l e  ve loc i ty  w i th in  the  duct was 

Distances were estimated using a r u l e r  

C. A Study o f  the Insect f l u x  Usins Aluminum S t r i p s  

Insects have been co l lected by road tests i n  past studies. The polymer 

samples were glued on the aluminum s t r i p s  and mounted on e i t h e r  an aluminum 

o r  a PVC h a l f  cyl inder. These cy l inders were then mounted on the top o f  a 

car, and dr iven a t  h igh speed where a large number o f  insects were present 

(1). 

road t e s t  caused by a var iable insect  f lux .  To el iminate these errors, the 

improved insect  impact technique using the  a i r  gun was developed, but i t  i.s 

desired t o  carry  the road t e s t  f o r  comparison wi th  the new technique. 

Unfortunately, a 1 arge experimental e r ro r  could be introduced during the 

To detect the presence o f  such errors  the road tes ts  were performed on 

May 27, Ju ly  9, and Ju ly  20, 1987 by d r i v ing  from Blacksburg, V i rg in ia  t o  

Princeton, West V i rg in ia  and back. Twenty-six 3/4 inch X 6 inch aluminum 

s t r i p s  were mounted on the car i n  the same manner as i n  previous tests. The 

number of  insects s t i ck ing  on each s t r i p  were counted v i sua l l y  and recorded. 

By comparing the number o f  insects s t i ck ing  on each aluminum s t r i p  the insect  

density d i s t r i b u t i o n  across the half-cy1 inder could be obtained. 

I V .  RESULTS AND DISCUSSION 

A. Determination of the P a r t i c l e  Veloci ty and an A i r  Veloci ty P r o f i l e  

A spherical p a r t i c l e  e x i t i n g  f rom the end o f  the pipe appears as a 

sequence o f  b r i g h t  dots as shown i n  the photograph i n  Figure 6. The ve loc i ty  

a 
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( v )  o f  the p a r t i c l e  e jec t ing  f rom the end o f  the pipe was calculated by: 

v = ( d i  stance between successive dots)*(strobe frequency) 

The average ve loc i t i es  from 13 ve loc i t y  measurements using a compressed a i r  

supply o f  5 psig and from 4 measurements a t  10 psig are l i s t e d  i n  Table I. 

The ve loc i t y  i s  determined t o  be 63 mi/hr a t  10 psig. 

gun", a compressed a i r  supply o f  up t o  75 psig may be used. 

I n  the improved " a i r  

The streamlines o f  a i r  f l o w  through the rectangular duct section o f  the 

" a i r  gun" were obtained by examining the traces i n  the duct of  baking f l o u r  

introduced i n t o  the feed chute. As shown i n  Figure 7, there was no f low seen 

close t o  the wal ls of  the duct even a t  the ex i t .  The expansion of  a i r  f r o m  

the 3 inch PVC pipe i n t o  the rectangular duct w i l l  induce an addi t ional  f low 

o f  a i r  i n t o  the duct as i l l u s t r a t e d  i n  Figure 5. The study o f  the  streamlines 

showed tha t  the eddies created by t h i s  a i r  f low enter ing the high ve loc i ty  

stream from the PVC pipe were qu ick ly  dampened and had no e f f e c t  towards the 

e x i t  end o f  the duct. 

I f  a "pulse" o f  f l o u r  was introduced i n t o  the " a i r  gun", a sharp v e r t i c a l  

f r o n t  could be observed using strobed l i g h t i n g  which passed through the duct 

ind ica t ing  a well-developed turbulent  flow, w i th  a uniform ve loc i t y  

d i s t r i b u t i o n  extending t o  6 inches along the height o f  the duct and 

p r a c t i c a l l y  a l l  4 inches along the width. Therefore i f  a sample o f  5 6 inches 

high i s  mounted close t o  the e x i t  o f  the duct and along i t s  axis, the ve loc i ty  

o f  insects car r ied  by the high ve loc i t y  stream and impacting the sample w i l l  

be uniform along the height and width o f  the sample. 

Using a compressed a i r  supply o f  25 ps ig  i n  the improved " a i r  gun", an 

approximate p a r t i  c l  e vel oc i  t y  o f  70 m i  /h r  was v i  sua1 1 y determined as descri bed 

i n  the experimental section. Higher ve loc i t ies  can be obtained since a 

compressed a i r  supply of 75 psig i s  possible. A t  70 psig, the a i r  ve loc i t y  

w i th in  the rectangular duct was determined t o  be 110 mph using a p i t o t  tube. 

. 
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The Reynolds numbers (Re) f o r  two d i f f e r e n t  diameter cy l i nd r i ca l  tubes a t  

various a i r  flow ve loc i t i es  were calculated t o  check i f  the a i r  f l o w  ins ide o f  

the tube was turbulent-  For these calculat ions the v iscos i ty  and density o f  

a i r ,  which are functions o f  temperature and pressure, are assumed t o  be 

* constant since changes o f  these physical prgpert ies are smaller compared w i th  

other variables i n  ca lcu lat ion o f  Re. As shown i n  Table 111, turbulent  f low 

was developed even w i th  the smaller diameter tube and a t  t he  lowest ve loc i t y  

used. e 

0. A Study o f  the Insect Flux Using Aluminum S t r i ps  

The resu l t s  f r o m  two road tes ts  are given i n  Table I1 and Figure 8. a 
Nonuniform insect  d i s t r i bu t i ons  across the cy l inder  resul ted i n  both tests. 

The t o t a l  number o f  insects s t i ck ing  on each aluminum s t r i p  f r o m  the two road 

tes ts  were determined, but again nonuniform d i s t r i bu t i ons  were observed- 

However, t o  detect the presence o f  possible experimental er rors  from the past 

study a t  l e a s t  three more road tes ts  should be performed- 

0 

0 

e 

a 

C. Further Data Analyses of the Previous Study 

The elastomer$ used i n  the past study were fluorocarbon elastomers w i t h  

two d i f f e ren t  f l u o r i n e  compositions, V i  tonR, neoprene, and polyurethane o f  two  

d i f f e r e n t  thicknesses- As indicated i n  Table I V ,  the fluorocarbon elastomers 

gave s i m i l a r  contact angles w i t h  deionized water and low concentration aqueous 

ethanol solutions. The resu l ts  o f  ESCA analysis given i n  Table V and V I  

showed the presence o f  the same elements and very s im i la r  atomic compositions 

f o r  each fluorocarbon sample. The main d i f ference between these samples was 

the  modulus o f  . e l a s t i c i t y  w i th  the exception o f  samples B and E, Contact 

angle measurements on neoprene surface were close to  the fluorocarbon samples, 
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but ESCA analysis showed a large di f ference f rom the fluorocarbon samples - no 

detectable f l u o r i n e  and d i f f e r e n t  atomic percentages o f  each element 

presented. V i ton gave almost the same contact angle resu l ts  as neoprene, but  

a s i g n i f i c a n t  percentage o f  f l u o r i n e  on the surface, which was less than f o r  

the f l  uorocarbon elastomers. Polyurethane samples gave much lower contact 

angle and d i f f e r e n t  ESCA atomic compositions than any o f  the other samples. 

A past study by Siochi (3 )  showed tha t  the surface energy o f  a polymer 

R 

coating has an important e f f e c t  on the number o f  insects s t i ck ing  to the 

surface. Thus, i t  i s  unreasonable to attempt to  corre la te the number o f  

insects s t i ck ing  on each sample surface wi th  the modulus o f  e l a s t i c i t y  o f  each 

sample, when surface propert ies (surface energy, presence o f  d i f f e r e n t  

elements wi th  d i f f e ren t  surface compositions) o f  each sample are very 

d i f ferent .  A l l  the elastomers used i n  the past study were d iv ided i n t o  three 

groups. The f i r s t  group consists o f  f luorocarbon elastomers which gave the 

same contact angle measurements and very s im i la r  ESCA atomic compositions bu t  

d i f f e r e n t  values f o r  the modulus o f  e las t i c i t y .  The second group i s  made up 

o f  polyurethanes which have d i f f e r e n t  thickness and moduli of e l a s t i c i t y .  The 

t h i r d  group i s  neoprene and Viton where no comparison i s  possible due t o  

d i f f e r e n t  contact angles, compositions, and moduli of  e l a s t i c i t y  from any 

other samples o r  each other. 

R 

A p r a c t i c a l l y  l i n e a r  re la t ionsh ip  with pos i t i ve  slope between the t o t a l  

number o f  insects s t i ck ing  on the sample surface and the modulus o f  e l a s t i c i t y  

o f  the f i r s t  group i s  obtained as shown i n  Figure 9. S imi la r  resu l ts  were 

obtained f o r  the second group as shown i n  Figure 9. As the modulus o f  

e l a s t i c i t y  decreases, the e l a s t i c  property o f  a polymer increases so t h a t  

there are more chances f o r  insects t o  bounce o f f  the surface during impact. 
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V. SUMMARY 

The polyethylene pa r t i c l es  e x i t i n g  the end o f  the ' a i r  gun" had 

ve loc i t i es  as high as 65 mi/hr a t  10 ps ig  o f  compressed a i r ,  and higher 

ve loc i t ies  could be obtained by increasing the compressed a i r  pressure. The 

a i r  f low developed i n  the improved " a i r  gun" using a l a rge r  and longer 

c i r c u l a r  pipe and a p lex i  glass rectangular duct was f u l l y  developed turbulent  

f low w i th  uniform ve loc i t y  d i s t r i b u t i o n  across the pipe and duct. P a r t i c l e  

ve loc i t ies  o f  approximately 70 mi/hr were v i sua l l y  measured using a compressed 

a i r  supply o f  25 psig. A t  70 psig, a i r  ve loc i t y  i n  the rectangular duct 

reached 110 mi/hr. 

The insec t  d i s t r i b u t i o n  across the ha l f  cy l inder  was shown t o  be 

nonuniform from two road tes ts  using only aluminum s t r ips ,  which indicates an 

experimental e r ro r  due to a var iab le insect  f lux. The improved " a i r  gunU can 

be used as a new cont ro l led  insect  impacting technique, so tha t  the 

experimental e r ro r  introduced'dur ing the road t e s t  caused by a var iable insec t  

f l u x  can be reduced and comparison of l a b  resu l ts  w i t h  ones f r o m  the road t e s t  

i s  possible. 

A l i n e a r  re la t ionsh ip  between the t o t a l  number o f  insects s t i ck ing  on the 

surface and the modulus o f  e l a s t i c i t y  was obtained f o r  the samples w i th  

s im i la r  surface properties. It i s  believed tha t  some o f  the impacted insects 

bounce o f f  dur ing impact w i th  the elastomers, so as the modulus o f  e l a s t i c i t y  

increases, the number of  insects s t i ck ing  a1 so increased. 

V I .  FUTURE WORK 

The fo l lowing recomnendations f o r  fu tu re  work are l i s ted :  

Coat the elastomer, which have d i f f e r e n t  moduli o f  e l a s t i c i t y ,  w i th  a 

t h i n  layer  o f  another mater ia l  s u f f i c i e n t  t o  obtain the same surface 

1. 

a 
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energy of the elastomers, b u t  leaving the modulus of elasticity of the 

el as tome r unaffected . 

e 

a 

2. Coat a given elastomer w i t h  different materials which will give 

different  surface energies, so t ha t  the effect of the surface energy on 

the insects sticking on the surface for a given modulus of elasticity can 

be obtained. 

30 Increase the number of aluminum strips for the road test and compare the 

percentage of the insects sticking on the sample polymer surface by 

normalizing w i t h  the average number of insects sticking on a l l  aluminum 

surf aces. 

4. Design a new technique to determine the velocity of an object within the 

duct of the improved "air gun". 

5. Simulate the insect impact process using the improved "air  gun" and model 

particles and/or insects. 

e 
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Table I. AVERAGE VELOCITY MEASURED 

USING POLYETHYLENE PARTICLE 
AT TWO DIFFERENT PRESSURES 

Pressure ( psi q 1 
5.0 

10.0 

Avg. Speed ( m i / h r l  

51 

65 

a 

8 



0 

0 

0 

Table 11. INSECT OLSTRIBUTION ACROSS 
THE HALF CYLINDER USING 
ALUMINUM STRIPS 

Posi t ion o f  the 
Aluminum St r ips  
from L e f t  Edge o f  
the Hal f Cy1 i nder 

1 
2 
3 
4 
5 
6 
7 
8 
9 

10 
11 
12 
13 
14 
15 

16 
17 
18 
19 
20 
2 1  
22 
23 
24 
25 
26 

Number of Insects 

May 28 

6 
9 
5 
3 
5 
2 
6 
3 
4 
3 
7 
6 
8 
6 
6 

6 
10 
7 

8 
7 
6 
4 
4 
4 
4 
3 

July 9 

17 
25 
12 
9 

17 
29 
21 
19 
23 
23 
23 
12 
28 
18 
18 

14 
13 
27 

23 
18 
15 
17 
25 
19 
15 
12 

Total  

23 
34 
17 
12 
22 
31  
27 
22 
27 
26 
30 
23 
36 
24 
24 

20 
23 
34 

32 
25 
21 
21 
29 
23 
19 
15 
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e 
Diameter (i n c h l  

1.0 

Table 111. REYNOLDS NUMBERS CALCULATED 
AT ROOM TEMPERATURE AND 

ATMOSPHERIC PRESSURE 

3.0 

Velocity ( m i  / h r l  

5 1  

65 

70 

110 

Viscosity = 0.016 cp density = 0.074039 l b . / f t 3  (14) 

Reynolds No. 

38 , 300 
48,800 

157 , 600 

247 , 600 

e 



0 
Sample 

FCE - A 

FCE - B 
FCE - C 

e 

FCE - D 

FCE - E e 
PU 

NEOPRENE 

V ITON 0 

TABLE I V .  CONTACT ANGLE MEASUREMENTS WITH WATERIETHANOL SOLUTIONS 

Water/Ethanol [ v l v )  

100/0 90/10 70/30 50/50 40/60 30/70 801 20 

92 85 66 50 48 40 25 

94 84 70 53 46 39 28 

93 78 64 51 48 36 0.0 

96 84 65 47 46 34 23 

96 84 67 50 38 31 -00 

70 60 48 28 23 -0- -0- 

10 2 93 75 61 57 39 44 

103 95 76 62 55 49 39 



0 
TABLE V. ESCA ATOMIC COMPOSITION ( X )  AND RATOS DETERMINED ON 

ELASTOMER SAMPLES AT A TAKE-OFF ANGLE OF 20" 

c 

Sampl e 

FCE - A 

FCE - B 
e 

FCE - C 

FCE - D e 
FCE - E 

PU 

NEOPRENE 
-0 

V ITON 

Sampl e 

FCE - A 

FCE - B 
FCE - C 

FCE - D 
FCE - E 

m 

PU 

NEOPRENE 

0 VITON 

P h o t o p e a k  

c 1s 0 1s F 1s S i  2p N 1s C 1  2p Pb 4f 

59 . 2.9 37 . 0.7 00- 0.0 -00 

55. 5.5 37 . 2.4 0.0 0-0 0-0 

3.7 38. 0.9 0.1 0-0 -9 - 57 . . 
53. 3.3 43. 0.7 0.- 0-0 -00 

57 . 5.1 36. 1.7 9-0 0- 9 LO 0 

41 . 24. 13. 20 . 0.7 9-0 0.4 

0 /c F /C Si /C N/C C l / C  Pb/C 

0.049 

0.10 

0.065 

0.062 

0.089 

0.21 

0.34 

0.58 

0.63 

0.67 

0.67 

0.81 

0.63 

-0 

0- 

0.32 

0.012 

0.044 

0.016 

0.013 

0.030 

0.011 

0.38 

0.49 

-0 0.010 

0.017 e- 



TABLE V I .  ESCA ATOMIC COMPOSITION ( X )  AND RATIOS DETERMINED ON 

ELASTOMER SAMPLES AT A TAKE-OFF ANGLE OF 90" 

0 

Sampl e 

FCE - A 

FCE - B 

FCE - C 

FCE - D 

FCE - E 

PU 

NEOPRENE 

V ITON 

Sampl e 

FCE - A 

FCE - B 

FCE - C 

FCE D 

FCE - E 

PU 

NEOPRENE 

V ITRON 
e 

Photo peak 

c 1s 0 1s F 1s S i  2p N 1s C1 2p P b  4f 

53 . 3.2 33 0.5 

64. 6.7 28. 1.9 

60 . 4.0 36. 0.2 0.2 0.2 

59 . 4.3 36. 0.3 

60 . 5.4 34. 0.7 

81. 16. --- 0.4 2.4 

62 . 20 . -0- 18. 00. 1.1 

46 . 23. 12 18. 0.5 0-9 1.0 

-0- 0.- 00 0 

0.- 0-0 0-0 

0- 0 

0-0 0-0 0-0 

-0- 0.0 00- 

-0- 0.0 

0- 0 

0 /c F/C S i  /C N/C C l / C  Pb/C 

0.060 

0.10 

0 . 067 

0.073 

0.090 

0.20 

0.32 

0.50 

0.62 

0.44 

0.60 

0.61 

0.57 

0- 

-9 

0.26 

0.009 

0.030 

0.003 

0.005 

0.012 

0.005 

0.29 

0.39 
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0 
Figure 1. O s c i l l a t i o n  of ve loc i ty  component about a mean value 

(Tz = time smoothed ve loc i ty )  ( 2 ) .  
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0.6 
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32 

Figure 2. Q u a l i t a t i v e  comparison o f  laminar and turbulent  

vel  oc i  t y  d i  s tri but  i on ( 2) .  
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Valve 

- 'mnector 1" pipe 
E x i t  a ir f low 

Figure 3. Simplif ied diagram of  *Air-Gun" (1) .  
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Figure 6.  Photographs of ( a )  a ruler (b) a particle trace a t  5 Psig. 
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Figure 9. Total number of insects s t i ck ing  on the surface a s  a function 

of modulus o f  e l a s t i c i t y  ( a )  group 1 (b)  group 2. 


